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To all whom it may concern.:

Be it known that I, THomas A. Eprsox,
a citizen of: the United States, and a resi-
dent of Llewellyn Park, Orange, in the
county of Essex and State of New Jersey,
have invented certain new and useful Im-
provements in Phonograph-Records, of
which the following is a description.

My invention has for its object the pro-
duction of an improved composition capable
of existing in a molten state and having
sufficient fluidity to be molded into a phono-
graph record preferably by the centrifugal
process, and capable of hardening and
shrinking when cooled to enable the record
to be removed from the mold, said molded
record being of great hardness and tough-
ness so as to adapt it to resist wear to a
greater extent than any moldable composi-
tions previously known, whereby records
having a record groove with four hundred
threads to the inch can be successfully made.

The improved composition is formed by
the employment of shellac and- a solvent
therefor or agent for rendering the same
sufficiently fluid, solid at ordinary tempera-
tures and melting to a mobile liquid at such
low temperature that no decomposition
either of itself or the shellac takes place,
thus avoiding gas bubbles. The liquid so
formed may be poured into a heated tubular
mold which is rapidly rotated to form the
record. The mold is then cooled, whereupon
the record solidifles and eventually contracts
so that it may be removed from the mold,
or the record may be removed by a collaps-

- ing process without chilling.
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I have found a number of solvents or
agents for rendering the shellac sufficiently
fluid to make good molded records, some of

" these compositions resulting in the forma-
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tion of amorpheus records and others re- .

sulting in the formation of crystalline rec-
ords, as will hereafter be more fully set
forth. The best agent which I have found

for making amorphous shellac records is:

diphenylamin (melting point 54° C.). Fif-
teen parts of this ingredient are melted and
seventy parts of shellac added thereto with
vigorous stirring until all is dissolved. When
the heat is properly regulated, the liquid

resembles molasses and is somewhat filled.
“with air bubbles.

If, now, two parts of
acetanilid are added, the liquid becomes
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clear and more limpid when it is ready for
use. o

_The second best record composition of this
character is formed from stearic acid (melt-
ing point 68° C.) and shellac. The very
highest grade of very crystalline stearic
acid is used, this being melted and shellac
added in successive portions until the proper
degree of fluidity for pouring and molding
1s attained. The best results with stearie
acid would seem to be secured with about
fifteen parts of stearic acid to fifty to sixty
parts of shellac with a small quantity of
acetanilid to make the molten mixture more
limpid. The proportions here given will

vary with the quality of the shellac used,

as there are many different. brands and vari-
ations of the shellac. Such a composition,
when molded into a record, is nearly the
same as shellac as to hardness, but is tougher
and resists wear better. Quite good results
can be obtained with other proportions, as
the proportion of about fifteen parts of
stearic acid to thirty parts of shellac, and to
this, say one part of acetanilid may be ad-
vantageously added to render the mixture
more limpid. The, compound obtained by
dissolving the shellac in diphenylamin is
harder than the compositions formed of
shellac and stearic acid in the different pro-
portions, and is, as I have stated, the com-
position that I consider the best for making
the noncrystalline species of my invention.

When the proportion of shellac in the
shellac and stearic acid composition is de-
creased, as for instance, fifteen parts of
stearic acid to twenty-six parts of shellac,
the molten material is still amorphous, but
it is not so hard as shellac or as the dif-
ferent compositions just described, and it is
not so desirable as the latter. As the pro-
portion of shellac is still further reduced, as
for example, fifteen parts of stearic acid to
twenty-two to twenty-four parts of shellac,
a composition is formed wherein the stearic
acid crystallizes out after it solidifies, pro-
vided the liquid composition is kept at the
lowest possible temperature and the opera-
tion is continued for not too long a time.
This composition is also a highly desirable
one and very well adapted for the molding
of phonograph records. It must be used as
soon as made, as it loses its properties of
crystallization and hardness if kept long in
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o molten condition. This composition is

specifically claimed in another application,
Serial No. 481,168, filed on even date here-
with, this application claiming the inven-
tion generically and also claiming the amor-
phous species of the invention. '

As has been shown, by varying the rela- -

‘tive proportions of the agent for rendering
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"~ lents in proper proportion.
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- parently because of a gradual change of the.
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the shellac more fluid and the shellac, I ob-
tain two distinet materials or compositions

which vary widely in their character, both

of which, however, are remarkably well
adapted for the manufacture of phonograph
records by a molding process such as I have
referred to.

- Another desirable solvent which I. have
found for the shellac in this connection is
solid naphthalene (melting point 80° C.).
This is melted and the shellac is stirred into
the liquid. The naphthalene seems to be
equivalent to the stearic acid: when used for
mixture with the shellac, and the treatment
is the same in the case of naphthalene as
when the stearic acid is used. The same pro-
portions of naphthalene may be used as in
the case of stearic acid and shellac. The
hardness of the composition will increase
as the shellac increases, but a point is
eventually reached, if the shellac content is
progressively increased, when the liquid is
too thick to be used practically. T prefer to
use stearic acid to the solid naphthalene on
account of the somewhat objectionable odor
of the latter. . ‘

The crystalline record described may be
formed by the mixture with the shellac of
stearic acid or solid naphthalene or equiva-

i When such a
récord is formed, it gradually changes color
from a dark to a light yellow and the hard-
ness and toughness increase. This 1s ap-

stearic acid or naphthalene from the amor-
phous state to the crystalline. There is a
segregation of the stearic acid or naphtha-
lene, the product after this change being
tough and mearly as hard as celluloid, being
even harder than the non-crystalline records,
whose production has been -described above.
When fifteen parts of stearic acid or equiva-

“Jent and only twenty-two to twenty-four
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parts of shellac are used, the shellac being
dissolved in the melted stearic acid and the
temperature kept very low, not above 240

degrees F., there is no solvent action as is

the case in the formation of the amorphous
records, but an emulsion is formed of the
shellac and the molten stearic acid. Before
pouring the record, the liquid is stirred. On
cooling, the stearic acid crystallizes out and
leaves the shellac as a net work. If, how-
ever, the temperature is raised too high, or
the mixture is cooked for too long a time,
there is a gradual solution of the shellac in

- the molten material and the stearic acid

Finally,
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loses the propérty of crystallizing out of the -

mixture. In the crystalline record formed
as above described, much less shellac is used
than in the amorphous record, and it is,
therefore, very much cheaper.

There are other substances which can be
substituted for the diphenylamin, stearic

“acid or naphthalene for rendering the shel-

lac fiuid and capable of being molded into
desirable phonograph records which mate-
rials are equivalent to stearic acid and naph-
thalene, but they are more expensive and

therefore not so vractical in commercial

work. Among these substances are acetani-
lid arid benzoic acid. -

If melted camphor is used as a solvent for

the shellac, there is no such change by crys-

tallization or segregition as occurs when the
stearic acid or naphthalene is used with the
chellac in an emulsion, and the material
formed is very easily deformable by heat.-

Instead of molding the record as de-
seribed above, paper may be coated with the
composition, and the record thus formed.
For example, paper may be passed through
the liquid and wound tightly into a cylin:
der of the proper size. This is then cooled,
and over it is coated a thicker layer of the
material as by dipping the cylinder therein.
the paper cylinder is placed In a
mold and subjected to heat and hydraulic
pressure, whereby the record is impressed on
the outer surface. After cooling, the cylin-
der is removed from the matrix.

Having now described my, invention, what
T claim and desire to secure by Letters Pat-

ent is as follows® -

1. A phonograph record comprising shel-
lac and diphenylamin, substantially. as de-
seribed. - ’ ,

2. A phonograph record comprising shel-
lac and diphenylamin and an agent for mak-
ing the composition clearer, substantially as
described. :

3. A phonograph record comprising shel-
lac and diphenylamin in the proportion of
approximately fifteen parts of diphenyla-
min to approximately seventy parts of shel-

lac, substantially as described.

4. A phonograph record comprising shel-
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lac, diphenylamin and acetanilid in the pro- -

portion of approximately fifteen parts of
diphenylamin,
two parts of acetanilid, substantially as de-
seribed, R .

5. A phonograph record comprising shel-
lac and a solvent therefor which is crystal-
line at ordinary ' temperatures and consti-
tutes more than fifty per cent. by weight of
the record composition, substantially as de-
seribed.. , . .

6. As an article of manufacture, a phono-
graph record comprising & mixture of ap-
proximately 70 parts of shellac and 15 parts
of a solvent for shellg which is solid and

seventy parts of shellac and .
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crystalline at ordinary temperatures, and a
clearing agent 1n sutficient amount to clear
the mixture. substantially as described.

7. As an article of manufacture, a phono-
graph record comprising approximately 70
parts of shellac, 15 parts of a solvent for
shellac which is solid and crystalline at or-
dinary temperatures and which melts ab
sueh a low temperature that no decomposi-
tion of the shellac takes place, and a clearing
agent in sufficient amount to clear the mix-
ture, substantially as described.

8. A phonograph record comprising shel-
lac and a solvent therefor which is crystal-

line at ordinarv temperatures and melts at
a temperature at which substantially no de-
composition of the shellac takes place, the
shellac being present-in excess of said sol-
vent and constituting more than 50% by
weight of the record composition, substan-
tially as deseribed.

"his specification signed and witnessed

this 2nd day of March 1909.
THOS. A. EDISON.
Witnesses:

Frank L. DYER,
Dyer SMITH.
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